CEIZ

ASBESTOS DUST ANALYSIS

By: TRANSMISSION ELECTRON MICROSCOPY

Client: SAQ Environmental Engineers, Inc.

PO Box 155

Manati, PR 00674

Project: Jose | Perez Valdivieso School

CEIl Lab Code:
Date Received:
Date Analyzed:
Date Reported:

T14-1468
07-07-14
07-09-14
07-09-14

TEM DUST MICROVAC (ASTM D5755-09)

Area Area Analytical
ClientID Sampled Analyzed # of Asbestos Filtration Sensitivity Concentration
Lab ID (cm?) (mm?  Structures Type Factor (slcm?) (slcm?)
HOM-070214-MV-FB 100 0.095 0 None 10 1,000 <1,000
T27740 Detected
HOM 070214 MV- 100 0.095 0 None 10 1,000 <1,000
T27741 Detected
HOM_ 0702t Mv- 100 0.095 0 None 10 1,000 <1,000
T27742 Detected
HOMO7021a-MV- 100 0.095 0 None 10 1,000 <1,000
T27743 Detected
HOM-070224-MV-CR2 100 0.095 0 None 10 1,000 <1,000
T27744 Detected
HOM 070218 MV- 100 0.095 0 None 10 1,000 <1,000
T27745 Detected

This report may not be reproduced, except in full, without written approval by CEI LABS. CEIl LABS
makes no warranty representation regarding the accuracy of client submitted information in preparing
and presenting analytical results.

ANALYST: ’?W% APPROVED BY: %Aﬁﬁ ﬁ/_—

Rachael Polmanteer

CEl Labs, 107 New Edition Court, Cary, NC 27511, Phone: (866) 481-1412

Tianbao Bai, Ph.D.
Laboratory Director
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107 New Ed ton Court Cary NC 27511
Tel: 866-481-1412; Fax: 919-481-1442

CHAIN OF CUSTODY
i -

LAB USE ONLY:

_ _ s 2
CEllabicode:. T TUGYX '

|GEI Lab 1.D. Range: T2 540 = FH S

COMPANY CONTACT INFORMATION

Company: SAQ Environmenlal Engineers, Inc.

Clent #:

Address: PO Box 155

Job Contact: Samuel A. Quinones

Manati, PR 00674

Email: samuelq@sagee.com

Tel: 787-374-6187

Project Name: Jose | Perez Valdivieso School Fax:
Project ID #: HOMECA P.O. #
7 ° TURN AROUND TIME
ASBESTOS METHOD 4 HR* 8 HR* 24 HR 2 DAY 3 DAY 5 DAY
PLM BULK EPA 600 | ] ] ] ] ]
PLM POINT COUNT (400) EPA 600 | [] ] ] ] ]
PLM POINT COUNT (1000) EPA 600 ] [ 1 [ ] =
PLM GRAVIMETRIC EPA 600 [ | L] ] ] ]
PLM GRAV w POINT COUNT | EPA 600 [ ] 1 [] ]
PCM AR NIOSH 7400 3 [ | —r [ ] —
TEM AIR AHERA = (] ] | il ]
TEM AIR NIOSH 7402 . [] [ ] ] ]
TEM BULK CHATFIELD ) L] O O O
TEM DUST WIPE ASTM DB480-05 i (] ] ] [ ]
TEM DUST MICROVAC ASTM D5755-09 | [ ] [] @/ 1] ]
TEM QUALITATIVE CEI LABS O ] [ J 1 =
OTHER: ] [ [ = L] _L1
LEAD PAINT METHOD 4HR™  8HR™ 24HR™ 2DAY  3DAY  5DAY
LEAD PAINT EPA SW846 70008 A e [ = |
LEAD WIPE EPA SW846 70008 [ ] -
LEAD SOIL EPA SW846 70008 ] - ]
LEAD AIR NIOSH 7082 ] - L
OTHER: L] L ]
g
R %4‘%? ﬁ Accept Samples
ﬁ Q (4,{2( /:./;/ 2y & L] Reject Samples
L ﬁg%gﬁy/ Date/Time /), Roceived By: Date/Time
Cozpar Felg2r s ' XSy 230

Zfofy 3P

I 17| LT

% =
*Call to contfrim RUSH analysis.

Samples will be dispgs dlof 30 days after dnalysis '

**TAT's are not available. Lead samples are subcontracted for analysis to an ELLAP accredited |ab.
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SAMPLING FORM

COMPANY CONTACT INFORMATION

Company: SAQ Environmental Engineers, Inc. Job Contact: Samuel A Quinones

Project Name: : Jose | Perez Valdivieso School

Project ID #: HOMECA Tel, 787-374-6187

. : VOLUME/
SAMPLE ID# DESCRIPTION / LOCATION AREA ~ COMMENTS
HOM-070214-MV-FB-01 Field Blank
HOM-070214-MV-CR19-02 Microvac sample, Center floor, Class Room 19 100cm?
HOM-070214-MV-CR19-03 Microvac sample, floor, North west, Class Room 19 100cm?
HOM-070214-MV-CR19-04 | Microvac sample, work table, south east, Class Room 19| 100cm?
HOM-070214-MV-CR2-05 Microvac sample, from floor, center Class Room 2 100cm?
HOM-070214-MV-CR20-06 Microvac sample, from floor, center Class Room 20 100cm?
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